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Tunable	optical	properties	of	OH-functionalised	graphene	
quantum	dots	
	K.	R.	Geethalakshmi,*a		Teng	Yong	Ng,a	and	Rachel	Crespo-Otero*b	

Graphene	oxide	quantum	dots	(GO-QDs)	have	distinct	optoelectronic	properties	for	their	applications	in	bio-imaging,	drug	
delivery	and	photovoltaics.	Herein,	the	effect	of	OH	functionalisation	on	optical	properties	of	GO-QDs	is	studied	based	on	
state-of-the-art	 theoretical	 simulations.	 Our	 calculations	 predict	 a	 trend	 in	 the	 distribution	 of	 OH	 groups	 on	 ionisation	
potentials,	 light	absorption	and	emission	properties.	The	mechanism	of	 fluorescence	 is	analysed	considering	 the	 role	of	
geometry	 distortion	 and	 charge	 transfer.	 Moreover,	 selective	 functionalisation	 on	 positions	 with	 large	 electron-hole		
separation	 offers	 a	 strategy	 to	 tune	 the	 optical	 gap	 and	 photoluminescence	 properties.	 These	 results	 open	 up	 new	
opportunities	for	the	design	of	GO-QDs	for	a	wide	range	of	applications.	

A. Introduction	
Graphene	 oxide	 (GO)	 is	 evolving	 as	 a	multifaceted	 candidate	
material	 for	 optoelectronics,1	 next-generation	 ultrathin	
electronics,2,3	 energy	 conversion	 and	 storage	 technologies.4–6	
However,	the	underlying	issue	currently	limiting	the	GO’s	direct	
attachment	 to	 devices	 is	 the	 poor	 understanding	 to	 enforce	
spatial	 control	 over	 oxygen	 groups	 in	 the	 experimental	
processes.7–9	These	restrictions	result	in	large	optical	gaps	and	
drive	poor	electronic	conductivity.1,10,11	

GO	has	a	strong	absorption	in	the	ultraviolet	region	showing	
energy	 shifts	 towards	 the	 visible	 with	 increasing	 level	 of	
oxidation.12,13	GO	contains	oxygen	mainly	in	the	form	of	epoxy,	
hydroxyl	and	carboxyl	functional	groups	on	the	basal	plane	and	
at	 the	 sheet	 edges.	 7,14	 Hydroxyl	 groups	 stabilise	 the	 surface,	
help	 radiative	 recombination	 and	 consequently	 enhance	 the	
fluorescence	yield.15–17	Selective	chemical	reduction	of	carboxyl	
and	epoxy	groups	with	NaBH4	increases	the	fraction	of	hydroxyl	
groups.17	

The	photoluminescence	properties	of	GO	can	be	tuned	from	
deep	 ultraviolet	 to	 near	 infrared	 by	 reducing	 the	 size	 to	 the	
nanoscale	regime	and	by	controlling	edge	configuration	effects,	
functional	groups	and	defects.18	These	so-called	graphene	oxide	
quantum	dots	(GO-QDs)	have	received	considerable	attention	
because	 of	 their	 distinct	 structural	 and	 optoelectronic	
properties	 and	 for	 their	 potential	 applications	 such	 as	 bio-
imaging,	drug	delivery	and	photovoltaics.19,20	

Synthesis	 methods	 have	 not	 been	 very	 successful	 in	
producing	GO-QDs	with	controllable	size	or	functionalities	and	
reaction	conditions	strongly	affect	the	absorption	and	emission	
spectra.19,21	 GO-QDs,	 in	 the	 range	 size	 of	 1-4	 nm,	 were	
synthesised	 by	 Peng	 et	 al.	 showing	 photoluminescence	
tunability.22	The	first	absorption	peak	shifted	from	330	to	270	
nm	when	the	temperature	changed	from	80	to	120	˚C.	Jang	et	
al.	synthesised	GO-QDs	with	different	amounts	of	oxygen	using	
direct	oxidation	of	graphite	nanoparticles	and	by	conventional	
chemical	 reduction.19	 GO-QDs	 of	 similar	 sizes	 obtained	 by	
different	 methods	 showed	 different	 carrier	 dynamics,	 but	
similar	tendencies	with	regard	to	the	oxygen	composition.	

In	this	context,	the	combined	effects	of	oxygen	content	and	
size	on	 the	mechanisms	of	 light	absorption	and	 luminescence	
are	 not	 well	 understood	 and	 inconsistent	 experimental	
outcomes	 undergo	 contradictory	 hypotheses	 due	 to	 large	
heterogeneity	 in	 synthesised	 GO-QDs.	 There	 are	 two	
interpretations	of	the	mechanism	of	fluorescence:	 localization	
of	 sp2	 clusters	 and	 involvement	 of	 oxygen	 functional	 groups.		
Herein,	we	analyse	both	mechanisms	based	on	state-of-the-art	
theoretical	simulations.21		

Theoretical	calculations	are	particularly	useful	to	isolate	the	
effect	 of	 different	 factors	 contributing	 to	 a	 particular	
mechanism.	 Several	 groups	 have	 explored	 the	 properties	 of	
graphene	 quantum	 dots	 (G-QDs)	 using	 different	 levels	 of	
theoretical	 approximations.18,23–31	 Recently,	 Yamijala	 et	 al.	
studied	 the	 nonlinear	 optical	 properties	 of	G-QDs	 and	 found	
that	zigzag	edges	QDs	show	interesting	optical	properties.32	The	
tunability	 of	 the	 emission	 of	QDs	 has	 been	 recently	 analysed	
considering	the	effect	of	different	functional	groups.18			

Herein,	we	evaluate	the	effect	of	 the	OH	 functionalisation	
on	 the	 ionisation	 potentials,	 absorption	 and	 emission	
properties	of	GO-QDs	zigzag	edge	models.	Our	results	show	a	
clear	strategy	to	tune	the	properties	of	GO-QDs	based	on	size	
and	 distribution	 of	 OH	 functional	 groups.	 	 These	 results	
contribute	 to	 a	 better	 understanding	 of	 their	 properties	with	
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implications	 for	 the	 design	 of	 more	 efficient	 GO-QDs	 based	
devices.		

B. 	Models	and	Methods				
We	considered	different	functionalisation	patterns	and	number	
of	OH	groups	on	small	sized	zigzag	GO-QDs.	The	models	were	
built	 by	 modifying	 the	 pristine	 QDs:	 coronene	 C24H12	 (G2),	
ovalene,	C32H14	(G3)	and	cir-coronene	C54H18	(G4).	Considering	
the	general	composition	CnHm,	we	added	2,	4,	m	and	m+2	(G2	
and	G3)	 or	m+4	 (G4)	OH	groups.	 The	OH	groups	were	 added	
forming	 bonds	 with	 carbon	 atoms	 from	 the	 basal	 plane	 and	
substituting	the	hydrogens	of	the	edge	planes.	Symmetrical	and	
non-symmetrical	GO-QDs	with	respect	to	two	C2	symmetry	axes	
were	studied	based	on	the	functionalisation	patterns	shown	in	
Figure	1.	Yan	et	al.	showed	that	the	most	stable	configurations	
contain	epoxide	and	hydroxyl	groups	in	close	proximity.16	Here,	
we	calculated	models	where	the	hydroxyl	groups	are	relatively	
close,	 which	 stabilises	 the	 surface	 due	 to	 the	 formation	 of	
hydrogen	 bonds.	 All	 considered	 models	 are	 shown	 in	 the	
Supporting	Information.		

Figure	 1.	 Pristine	 graphene	 quantum	 dots	 considered	 in	 this	 study.	 The	 positions	
considered	 for	 the	 axial	 plane	 substitutions	 are	 shown	 in	 red,	 the	 carbons	 that	were	
functionalised	with	OH	are	shown	in	blue.		The	average	radius	of	these	QDs	are	0.92	nm,	
1.05	nm	and	1.39	nm	respectively.		

	 Theoretical	methods	are	very	useful	to	interpret	the	nature	
of	 electronic	 excitations,	 but	 the	 level	 of	 theory	 should	 be	
carefully	 chosen.	A	proper	description	of	 charge	 transfer	 (CT)	
states	 is	 very	 important	 for	 the	 analysis	 of	 the	mechanism	of	
fluorescence.	It	has	been	suggested	that	there	is	an	important	
role	of	the	functional	groups	on	the	fluorescence	mechanism	of	
G-QDs.21	To	study	the	electronic	and	optical	properties	of	the	
GO-QDs,	density	functional	theory	(DFT),	linear	response	time-
dependent	functional	theory	(TDDFT)33	were	performed.		

Two	 density	 functionals	 were	 considered,	 the	 hybrid	
B3LYP34	and	the	long-range	corrected	functional	ɷB97X-D.35	It	
is	well	known	that	 typical	hybrid	 functionals,	 like	B3LYP,	have	
problems	to	describe	CT	states.	This	problem	is	alleviated	using	
long-range	 corrected	 functional	 like	 ɷB97X-D,35	 which	 also	
includes	 dispersion	 correction.	 Time-response	 TDDFT	
calculations	with	ɷB97X-D	functional	have	shown	a	very	good	
performance	 for	 highly	 delocalised	 molecular	 systems.36,37	

B3LYP	is	still	one	of	most	popular	hybrid	functional,	some	of	the	
previous	calculations	of	similar	sized	quantum	dots	have	been	
performed	with	this	functional.	18	Resolution	of	identity	coupled	
cluster	to	the	second	order	(CC2)38	calculations	were	performed	
for	the	G2	and	G2-2OH-C1	models	with	the	def2-TZVP	basis	set.	
RI-CC2	 results	 are	 in	 good	 agreement	 with	 the	 TDDFT	
calculations.	A	more	detailed	 comparison	of	 the	 results	 using	

different	 levels	 of	 theory	 can	 be	 found	 in	 the	 Supporting	
Information.	Our	discussion	is	based	on	the	results	obtained	at	
TDDFT-ɷB97X-D/6-311+G(d)	level	of	theory,	unless	otherwise	is	
specified.		

The	 vertical	 excitations	 of	 lowest	 20	 excited	 states	 were	
calculated	using	TDDFT.	To	be	able	to	describe	diffuse	excited	
states,	we	consider	a	triplet	zeta	basis	set	including	polarisation	
and	 diffuse	 functions,	 6-311+G(d).39	 The	 ground	 state	
geometries	 of	 the	 functionalized	 GO-QDs	 were	 optimised	 at	
B3LYP/6-311+G(d)	 and	 ɷB97X-D/6-311+G(d)	 levels	 of	 theory.	
The	 relaxation	 of	 the	 geometries	 in	 S1	 was	 done	 at	 TDDFT-
B3LYP/6-311+G(d)	 and	 TDDFT-ɷB97X-D/6-311+G(d)	 levels	 of	
theory.	

The	 effect	 of	 vibrations	 on	 the	 absorption	 spectra	
broadening	 was	 considered	 using	 the	 nuclear	 ensemble	
approximation40	as	 implemented	 in	Newton-X	program.41	This	
method	considers	that	the	spectra	broadening	is	obtained	due	
to	 the	 contribution	 of	 an	 ensemble	 of	 structures	 generated	
from	a	Wigner	distribution	based	on	the	harmonic	frequencies.	
20	 excited	 states	 and	 200	 geometries	 were	 considered	 to	
perform	 these	 simulations.	 Further,	 to	 analyse	 the	 effect	 of	
solvent	on	the	electronic	spectrum	of	G2,	PCM	method42	was	
used	considering	cyclohexane	as	solvent.		
	 The	optical	band	gaps	were	calculated	as	the	difference	of	
energy	 between	 the	 ground	 and	 the	 first	 excited	 state.43	 The	
ionisation	potentials	were	calculated	as	 the	energy	difference	
between	the	cation	and	the	neutral	system.	The	atomic	charges	
for	the	ground	and	the	first	excited	states	were	obtained	using	
Natural	 Bond	 Orbital	 (NBO)	 method.44	 DFT	 and	 TDDFT	
calculations	were	performed	with	Gaussian	program45	and	CC2	
calculations	with	Turbomole.46		

C. Results	and	Discussion	
Ionisation	potentials	

Similar	to	organic	molecules	interactions	with	metal	surfaces	in	
the	 application	 of	 self-assembled-monolayer	 (SAM),47,48	 GO-
QDs	 can	 be	 covalently	 functionalized	 showing	 interesting	
behaviour	 on	 gold	 surfaces.49	 The	 design	 of	 efficient	 devices	
based	on	GO-QDs	requires	the	understanding	of	the	position	of	
energy	 levels	and	their	alignments	with	respect	 to	the	energy	
levels	of	molecules	and	metal	contacts.50	To	provide	an	absolute	
reference	 for	 the	electronic	 states	of	 the	 considered	GO-QDs	
models	with	respect	to	vacuum,	the	ionisation	potentials	were	
evaluated.		

Figure	 2	 illustrates	 the	 shift	 in	 the	 energy	 of	 the	 excited	
states	 of	 selected	GO-QDs.	 Functionalisation	with	 OH	 groups	
has	 an	 important	 effect	 on	 the	 first	 ionisation	potentials	 (IP),	
which	are	smaller	than	the	values	of	the	corresponding	pristine	
G-QDs.	 This	 effect	 can	 be	 understood	 considering	 the	
destabilisation	of	the	occupied	molecular	levels	because	of	the	
incorporation	 of	 atomic	 orbitals	 from	 electronegative	 atoms,	
which	 also	 have	 an	 effect	 on	 the	 optical	 band	 gaps	 that	 are	
smaller	than	in	the	corresponding	pristine	QDs.		

In	the	series	G2,	G3,	G4,	with	the	addition	of	aromatic	rings	
the	 ionisation	 potentials	 decrease.	 In	 the	 case	 of	 G2,	 the	
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calculated	 ionisation	 potential	 is	 7.34	 eV,	 in	 very	 good	
agreement	 with	 the	 experimental	 value	 of	 7.29	 eV.51	 The	
calculated	IP	for	G3	is	6.65	eV,	which	is	also	in	good	agreement	
with	 the	 experimental	 value	 of	 6.71	 eV.51	 The	 calculated	
ionisation	potential	for	G4	is	6.50	eV,	only	slightly	shifted	with	
respect	to	the	value	for	G3.		

These	calculations	show	a	strong	effect	of	the	position	of	the	
OH	 groups	 on	 the	 electronic	 properties	 and	 the	 optical	 gaps	
(Figure	2).	For	G2-2OH-C1,	the	calculated	IP	is	6.34	eV,	which	is	
about	1	eV	smaller	than	in	G2.	In	the	case	of	G2-12OH	with	edge	
functionalisation,	and	a	larger	number	of	hydroxyl	groups,	the	
IP	 is	 reduced	 to	 6.52	 eV.	 For	 the	G3	 and	 G4	 based	 GO-QDs,	
similar	 effects	 are	 observed.	 The	 IPs	 for	G3-4OH-C2	 and	G3-
12OH	are	5.84	and	5.96	eV	respectively.	In	the	case	of	G4-18OH,	
the	ionisation	potential	shifted	to	6.00	eV,	while	the	value	for	
G4-4OH	 is	 5.55	 eV.	 In	 general,	 all	 examined	 electronic	
properties	are	more	affected	by	functionalisation	on	the	basal	
plane	than	edge	position	substitutions.	We	analyse	the	reason	
for	this	behaviour	in	the	next	sections.		

	
Figure	2.	20	lowest	excited	states	for	selected	GO-QDs	(TDDFT-	ɷB97X-D/6-311+G(d)).	
The	 electronic	 states	 were	 aligned	 with	 respect	 to	 vacuum,	 using	 the	 ionisation	
potentials	calculated	as	the	energy	difference	between	the	cation	and	the	neutral	GO-
QDs.	The	energies	of	S0	for	the	GO-QDs	were	shifted	to	the	-IP	value.	The	discontinuous	
lines	 show	 the	–IP	 reference	 for	 the	 pristine	QDs	 (G2:	 red,	 G3:	 blue,	G4:	 black).	 The	
excited	states	with	oscillator	strengths	larger	than	0.1	are	highlighted	with	stars.		

Tuning	of	optical	gaps	and	fluorescence	

Regardless	 the	 position	 of	 the	 substituents,	 functionalisation	
with	hydroxyl	groups	reduces	the	optical	gap	with	respect	to	the	
values	of	 the	 corresponding	pristine	QDs.	 Figure	3	 shows	 the	
effect	 the	optical	gaps	and	emission	energy	 for	all	considered	
G2	based	QDs.	The	optical	gap	for	coronene	(G2)	with	TDDFT-
ɷB97X-D/6-311+G(d)	 level	 of	 theory	 is	 3.57	 eV	 in	 very	 good	
agreement	 with	 the	 experimental	 value	 reported	 in	
cyclohexane	 which	 is	 3.54	 eV.52	 Our	 calculations	 using	
cyclohexane	 showed	 that	 the	 solvent	 does	 affect	 the	 first	
absorption	band	(3.57	eV).		

The	GO-QDs	model	with	the	smallest	variation	of	optical	gap	
values	with	 respect	 to	 the	 pristine	G2	 is	G2-12OH,	 where	 all	
hydrogens	were	substituted	by	OH	groups.	The	largest	effect	on	

the	gaps	is	obtained	when	the	G2	is	functionalised	on	the	basal	
plane	 (G2-2OH-C1,	 G2-2OH-C2,	 G2-4OH-C1,	 G2-4OH-C2	 and	
G2-12OH).		

The	relaxation	of	the	geometry	on	the	first	excited	state	has	
a	very	small	effect	on	the	gap	because	the	S1	minima	are	only	
slightly	distorted	with	 respect	 the	Franck-Condon	geometries.		
Emission	energies	show	similar	tendencies	that	the	optical	band	
gaps	(Figure	3).	The	larger	Stokes	shift	(0.8	eV)	is	obtained	for	
G2-2OH-C2	 and	 it	 is	 associated	 with	 a	 reorientation	 of	 the	
hydroxyl	groups.			
	 HOMO,	HOMO-1,	LUMO	and	LUMO+1	frontier	orbitals	have	
the	most	important	contributions	to	S1.		The	features	of	these	
orbitals	do	not	change	significantly	because	of	functionalisation	
(Supporting	Information).	The	orbitals	from	the	hydroxyl	groups	
have	a	relatively	small	contribution	to	the	frontier	orbitals	as	it	
can	be	seen	in	the	case	of	G2-2OH-C1	and	G2-12OH.	For	G2,	the	
main	electronic	transitions	involved	in	S1	are	HOMOàLUMO+1	
(39.8%),	HOMO-1àLUMO	(39.8%),	HOMOàLUMO	(8.2%)	and	
HOMO-1àLUMO+1	 (8.2%).	 Functionalisation	 tunes	 the	
contributions	of	these	transitions.		

	

Figure	3.	S1-S0	optical	gaps	(in	eV)	calculated	at	the	TDDFT-	ɷB97X-D/6-311+G(d)	level	of	
theory	 for	 the	 OH	 functionalised	 quantum	 dots	 based	 on	 pristine	 G2.	 Red	 bars	
correspond	to	the	vertical	excitation	and	grey	bars	to	the	fluorescence	energy	

For	G2-2OH-C1,	the	most	important	transitions	are	HOMO-
1àLUMO	(78.1%)	and	HOMOàLUMO+1	(9.6%).	In	the	case	of	
G2-12OH,	 the	 main	 electron	 transitions	 are	 HOMOàLUMO	
(34.1	%),	HOMO-1àLUMO+1	(34.1%),	HOMOàLUMO+1	(13.6	
%)	and	HOMO-1àLUMO	(13.6%).	The	first	excited	states	show	
important	 contribution	 of	 at	 least	 two	 electronic	 transitions,	
consequently,	 the	 HOMO-LUMO	 analysis	 cannot	 provide	 a	
complete	picture	of	these	states.	A	detailed	analysis	of	electron	
S1-S0	 densities	 is	 discussed	 below	 in	 connection	 with	 the	
fluorescence	mechanism.		

Our	calculations	show	the	tuning	of	the	optical	gaps	induced	
by	basal	 plane	 functionalisation	 correlates	with	 the	geometry	
distortion.	 This	 effect	 can	 be	 illustrated	 substituting	 the	 OH	
groups	 by	 hydrogens	 in	 the	G2-2OH-C1	model.	 The	 obtained	
optical	 gap	 is	 1.96	 eV	 (1.94	 eV	without	 geometry	 relaxation).	
Considering	that	the	optical	gap	for	G2-2OH-C1	is	1.80	eV,	the	
most	important	effect	of	the	basal	plane	functionalisation	can	
be	associated	with	the	geometry	deformation.	The	effect	of	the	
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functional	 group	 is	 minor.	 The	 distortion	 from	 the	 planar	
geometry	 has	 an	 important	 effect	 on	 the	 localisation	 of	 the	
electron	 densities.	 Calculations	 of	 charge	 transfer	 are	 in	 line	
with	this	interpretation	and	will	be	further	analysed.		

The	 effect	 of	 increasing	 the	 number	 of	OH	 groups	 on	 the	
optical	gaps	also	correlates	with	the	variation	of	the	geometries.	
For	example,	in	G2-2OH-C2,	which	has	the	number	of	OH	similar	
to	G2-2OH-C1,	but	a	smaller	deformation	of	the	geometry,	the	
reduction	of	the	optical	band	gap	(2.82	eV)	with	respect	to	G2	
is	less	significant.		

The	 effect	 of	 geometry	 distortion	 induced	 by	 edge	
functionalisation	 in	 elongated	 armchair	 graphene	 nanoflakes	
was	 examined	 by	 Cocchi	 et	 al.	 with	 important	 effects	 on	 the	
absorption	 properties.56	 Our	 edge	 functionalised	 GO-QDs	 do	
not	show	geometry	distortion	because	of	the	small	size	of	the	
OH	groups,	 that	do	not	 induce	an	 important	steric	hindrance.	
But	 some	 stabilisation	 in	 the	 system	 is	 detected	 due	 to	 the	
formation	of	hydrogen	bonds.		

Substituting	the	edge	hydrogens	in	G2-4OH-C1	and	G2-4OH-
C2	has	a	small	effect	on	the	gaps,	the	values	decrease	to	1.56	
eV	and	1.70	eV,	 respectively.	The	calculated	optical	band	gap	
for	 G2-14OH	 is	 1.64	 eV.	 This	 model	 combines	 the	
functionalisation	of	G2-2OH-C1	 (optical	gap:	1.80	eV)	and	 the	
substitutions	of	G2-12OH	(optical	gap:	3.21	eV),	which	confirms	
that	 the	most	 important	effect	on	the	optical	band	gap	 is	 the	
distortion	of	the	geometry	induced	by	the	hydroxyl	groups.		

The	effect	of	functionalisation	on	larger	QDs	is	illustrated	for	
G3	 and	G4.	While	 increasing	 the	 size	 of	 the	 aromatic	 system	
reduces	the	optical	gaps,	a	similar	effect	of	functionalisation	is	
observed.	The	optical	gaps	are	shifted	to	the	red,	with	a	larger	
effect	 of	 the	 basal	 plane	 functionalisation.	 The	 experimental	
absorption	 spectrum	 for	 G3	 in	 dichloromethane	 (dielectric	
constant=8.93),	shows	the	first	band	at	2.8	eV	associated	with	
the	S0-S1	transition.	The	optical	gap	for	G3	is	3.15	eV	(Figure	4),	
which	 is	 about	 0.4	 eV	 smaller	 than	 in	 G2.	 Fluorescence	
excitation	spectrum	of	G3	in	a	supersonic	beam	showed	the	S1-
S0	emission	band	(0-0	transition)	at	2.66	eV,53	which	is	 in	very	
good	 agreement	 with	 our	 calculated	 value	 of	 2.79	 eV.	 This	
transition	showed	a	small	red	solvent	shift	(about	0.01	eV)	in	1-
methylnaphthalene	solvent	(dielectric	constant=2.7).53		

	
	

Figure	4.	S1-S0	optical	gaps	(in	eV)	calculated	at	the	TDDFT-	ɷB97X-D/6-311+G(d)	level	of	
theory	 for	 the	 OH	 functionalised	 quantum	 dots	 based	 on	 pristine	 G3.	 Red	 bars	
correspond	to	the	vertical	excitation	and	red	bars	to	the	fluorescence	energy.	

The	largest	deviation	from	G3	gap	is	obtained	for	G3-2OH-
C4,	 with	 an	 optical	 gap	 of	 1.10	 eV,	 which	 shows	 a	 more	
significant	geometry	distortion.	Further	functionalisation	of	G3-
2OH-C2	can	control	the	optical	gap	depending	on	the	position	
and	the	number	of	additional	hydroxyl	groups.	For	example,	the	
substitution	 of	 two	 hydrogens	 from	 the	 edges	 with	 hydroxyl	
groups	from	G3-2OH-C2	to	G3-4OH-C1	has	a	minor	effect	on	the	
optical	gap	(1.97	eV	to	1.83	eV).	This	effect	is	more	important	in	
G3-14OH,	 where	 all	 hydrogens	 are	 substituted,	 but	 the	main	
changes	with	respect	to	G3	are	due	to	the	functionalisation	of	
the	basal	plane	positions	similar	to	G2-14OH.			

	
Figure	5.	S1-S0	optical	gaps	(in	eV)	calculated	at	the	TDDFT-	ɷB97X-D/6-311+G(d)	level	of	
theory	 for	 the	 OH	 functionalised	 quantum	 dots	 based	 on	 pristine	 G4.	 Blue	 bars	
correspond	to	the	vertical	excitation	and	red	bars	to	the	fluorescence	energy.	

The	effect	of	selective	functionalisation	of	G4	on	the	optical	
gaps	is	illustrated	in	Figure	5.	The	optical	gap	for	G4	obtained	is	
2.68	eV.	Symmetrical	substitutions	(like	in	G4-2OH-C1)	imply	a	
larger	distortion	in	the	geometry	with	a	significant	effect	on	the	
gap.	The	largest	effect	on	the	gaps	is	obtained	for	G4-22OH	with	
similar	functionalisation	that	in	G4-18OH	and	G4-4OH.		

	

	 Figure	6.	Calculated	G-QDs	with	fluorescence	in	the	visible	(nm)	(TDDFT-	ɷB97X-
D/6-311+G(d)).		

Controlling	 the	 fluorescence	wavelength	 is	 very	 important	
for	 a	 wide	 range	 of	 applications.	 Small	 changes	 of	 the	
geometries	 in	S1	with	respect	 to	the	Franck-Condon	geometry	
were	 found.	 Consequently,	 the	 optical	 gaps	 and	 fluorescence	
energies	 are	 correlated	 (Figures	 3-5).	 All	 considered	GO-QDs	
have	 their	 fluorescence	 wavelength	 shifted	 to	 the	 red	 with	
respect	to	the	corresponding	pristine	G-QDs.	The	substitution	
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of	all	the	Franck	Condon	geometry	edge	hydrogens	shifted	the	
fluorescence	about	0.3	eV	with	respect	to	the	pristine	G-QDs.		

Figure	6	shows	the	calculated	GO-QDs	with	fluorescence	in	
the	visible	region.	The	rest	of	the	calculated	GO-QDs	have	their	
emission	 wavelength	 in	 the	 infrared	 region	 or	 lower	 energy	
regions	 (Supporting	 Information).	 If	 a	 significant	 shift	 is	
required,	 the	 basal	 carbons	 have	 to	 be	 functionalised.	 The	
combined	effect	of	 increasing	the	size	of	the	GO-QDs	and	the	
selective	substitution	can	produce	crossings	between	S1	and	S0.	
This	 reduction	 of	 the	 gap	 is	 not	 favourable	 for	 applications	
because	 of	 competition	 between	 fluorescence	 and	 non-
radiative	mechanisms	that	are	more	likely	to	happen	if	the	gap	
is	small.		The	tuning	of	the	fluorescence	and	the	optical	gap	can	
be	 explained	 considering	 the	 distortion	 of	 the	 geometry	
induced	 by	 the	 OH	 groups,	 which	 localises	 of	 the	 electron	
density	and	reduces	the	energy	differences.		
	 		
Electron-hole	separation		

The	 study	 of	 the	 S1-S0	electron	 density	 differences	 shows	 the	
combined	effect	of	all	 involved	electron	transitions	(Figures	7-
9).	This	analysis	also	provides	 information	about	the	electron-
hole	separation	induced	by	the	electronic	excitation.	It	has	been	
proposed	that	fluorescence	of	GO-QDs	can	be		associated	with	
confinement	 of	 electrons	 within	 the	 sp2	 electron	 density	
clusters.18	 The	 plots	 of	 the	 electron	 density	 S1-S0	 differences	
show	a	localisation	of	electron	density	in	specific	regions	of	the	
GO-QDs.	The	mechanism	of	fluorescence	of	GO-QDs,	has	also	
been	associated	with	the	CT	to	and	from	the	functional	groups	
during	the	electronic	transition.		

Basal	plane	functionalisation	affects	the	geometries	of	 the	
GO-QDs,	which	are	not	planar	due	to	the	hybridisation	of	 the	
functionalised	 carbons	 changes	 from	 sp2	 to	 sp3.	 At	 the	 same	
time,	 the	 contribution	 of	 the	 oxygen	 orbitals	 to	 electronic	
transitions	 destabilises	 the	 occupied	 molecular	 orbitals.	 The	
analysis	of	the	electronic	densities	of	the	excited	state	can	aid	
in	 identifying	which	 of	 these	 factors	 play	 a	major	 role	 in	 the	
fluorescence	mechanism.	Our	calculations	show	that	the	optical	
gap	 and	 emission	 is	 controlled	 by	 the	 creation	 of	 localised	
electron	 densities	 and	 that	 the	 role	 of	 CT	 to	 and	 from	 the	
hydroxyl	groups	is	minor.	
	 Functionalisation	on	the	basal	plane	has	an	important	effect	
on	 the	 electron-hole	 separation.	 The	 deformation	 of	 the	
geometry	creates	clusters	with	a	large	separation	of	the	electro-
hole.	 In	contrast,	 functionalisation	on	the	edge	positions	does	
not	 change	 significantly	 the	 distribution	 of	 the	 electron	
densities	 with	 respect	 to	 the	 pristine	G-QDs	 	 (Figure	 7).	 This	
explains	the	minor	effect	of	functionalisation	on	edge	positions	
on	the	optical	gaps	and	emission	energies.		

For	 G2	 and	 G2-12OH,	 excitation	 from	 S0	 to	 S1	 transfers	
electron	density	from	two-centre	π(C-C)	to	three	centres	π(C-C-
C),	 there	 is	 an	 important	 increase	 of	 electron	 density	 on	 the	
central	 aromatic	 ring	 (1,1).55	 That	means	 that	 the	 electron	 is	
distributed	 among	 the	 central	 aromatic	 ring	 and	 the	 external	
π(C-C-C),	while	the	hole	distributed	π(C-C)	bonds.	Only	a	small	
fraction	 of	 electron	 density	 from	 the	 hydroxyl	 groups	 is	

transferred	to	the	aromatic	system.	To	quantify	the	magnitude	
of	the	CT,	we	calculated	the	NBO	charges	in	S0	and	S1.	

Our	calculations	show	that	in	the	case	of	G2-2OH-C1,	the	S0-
S1	 transition	 only	 increases	 the	 electron	 density	 of	 each	
hydroxyl	oxygen	about	0.013	e.	For	G2-12OH,	a	decrease	of	the	
electron	density	of	about	0.004	e	 is	 found	on	each	oxygen.	 In	
the	 case	 of	G2-14OH,	 which	 combines	 edge	 and	 basal	 plane	
functionalisation,	 there	 is	 a	 small	 increase	 of	 the	 electron	
density	on	oxygen	bonded	to	the	basal	C	(0.011	e).	The	value	of	
electron	 density	 on	 the	 hydroxyl	 groups	 depends	 on	 the	
position	of	the	group.	These	calculations	show	that	the	CT	from	
and	to	the	hydroxyl	groups	do	not	play	an	important	role	in	the	
first	excited	state	and	in	the	fluorescence	of	these	GO-QDs.	

	
Figure	7.	Difference	between	the	S1-S0	electron	densities	(TDDFT-	ɷB97X-D/6-311+G(d))	
for	G2,	G2-2OH-C1	and	G2-12OH.		At	the	bottom,	the	lateral	views	are	shown.	Positive	
regions	are	in	red	and	negative	in	blue.	(Contours:	0.0004)	

The	difference	of	S1-S0	electron	densities	shows	a	different	
pattern	 in	 G3	 when	 compared	 to	 G2.	 Excitation	 promotes	
electron	density	 from	three	carbon	centres	π(C-C-C)	 to	π(C-C)	
bonds	 (Figure	 8).	 In	 line	 with	 tuning	 the	 optical	 gaps,	
functionalisation	of	 the	edge	positions	 (G3-12OH)	has	a	 small	
effect	 on	 the	 electron	 densities,	 showing	 a	 similar	 symmetry	
and	patterns	obtained	for	G3.	Our	NBO	calculations	also	show	a	
small	 electron	 transfer	 from	or	 to	 the	hydroxyl	 groups	 to	 the	
GO-QDs.	In	the	case	of	G3-2OH-C1,	the	total	electron	transfer	
to	 the	 two	 hydroxyl	 groups	 is	 0.03	 e,	 which	 is	 larger	 than	
obtained	for	similar	G2	based	GO-QDs	but	still	very	small.	The	
transfer	 from	OH	 to	 the	 aromatic	 system	 in	G3-12OH	 is	 also	
small,	with	an	electron	density	of	only	0.05	e	transfer	from	the	
G-QD	(about	0.004	per	OH	group).		

Figure	8.	Difference	between	the	S1-S0	electron	densities	(TDDFT-	ɷB97X-D/6-311+G(d))	
for	G3,	G3-2OH-C1,	G3-2OH-C3	 and	G3-12OH.	 	 At	 the	 bottom,	 the	 lateral	 views	 are	
shown.		Positive	regions	are	in	red	and	negative	in	blue.	(Contours:	0.0004)	

To	analyse,	the	effect	of	the	position	of	the	substituent	on	
the	gaps,	we	consider	the	functionalisation	with	two	OH	groups	
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in	the	series:	G3-2OH-C1,	G3-2OH-C2,	G3-2OH-C3,	G3-2OH-C4.	
This	 series	 shows	 the	 important	 role	 of	 the	 position	 of	 the	
functionalities.	Symmetrical	and	non-symmetrical	substitutions	
in	 G3-2OH-C1,	 G3-2OH-C3	 affect	 the	 geometries	 and	 the	
electron	densities	differently	(Figure	8).	The	analysis	of	the	S1-
S0	of	G3	 suggests	that	a	significant	effect	can	be	expected	for	
G3-2OH-C3,	where	central	carbons	with	an	important	electron	
density	S1-S0	difference	in	G3	are	functionalised	(Figure	8).	The	
optical	gap	deviates	about	2	eV	from	the	G3	value.	

Our	calculations	show	a	small	effect	of	the	CT	from	or	to	the	
OH	groups,	with	similar	tendencies	to	the	observed	for	G2	GO-
QDs.	 In	 the	 case	 of	 functionalisation	 on	 the	 basal	 plane	
positions,	a	small	electron	transfer	from	the	GDs	can	be	found.		
For	the	G3	based	G-QDs,	the	maximum	CT	value	was	0.02	e	in	
the	case	of	G3-18OH,	to	one	of	the	OH	bonded	to	a	basal	plane	
carbon.	For	the	G4	based	G-QDs,	the	maximum	CT	is	obtained	
for	G4-22OH	(0.03	e).	The	electron	transfer	from	the	OH	on	the	
edge	 positions	 is	 one	 order	 of	 magnitude	 smaller.	 These	
calculations	 show	 that	 the	magnitude	 of	 CT	 from	 and	 to	 OH	
groups	 is	very	small,	but	there	 is	a	tendency	of	 increasing	the	
magnitude	with	the	size	of	the	G-QDs.		

The	comparison	of	the	electron	densities	(S1-S0)	differences	
of	G2	 and	G4	 shows	 an	 inverse	 pattern	 (Figure	 9).	 The	 S0-S1	
electron	 transition	 transfers	electron	density	 from	the	central	
C6	 aromatic	unit	 (1,1)	 to	 the	adjacent	C-C	bonds.	 That	means	
that	 the	hole	has	an	 important	density	on	 the	central	unit,	 in	
contrast	 to	 G2	 where	 the	 electron	 had	 a	 more	 significant	
density	 in	 the	 (1,1)	 central	 unit.	 Analysis	 of	 the	 ground	 state	
electron	 density	 using	 Natural	 Density	 Partitioning	 method	
shows	that	coronene	(G2)	has	a	layer	of	delocalised	concentric	
pi-systems	 and	 circumcoronene	 (G4)	 has	 seven	 localised	
sextets,	with	only	one	Clar’s	 structure.54	This	 is	 related	 to	 the	
reordering	 of	 the	 frontier	 orbitals	 from	G2	 to	G4,	 where	 the	
HOMO	 and	 HOMO-1	 occupied	 orbitals	 of	 G2	 resemble	 the	
LUMO	and	LUMO+1	of	G4	(Supporting	Information).		

	
Figure	9.	Difference	between	the	S1-S0	electron	densities	(TDDFT-	ɷB97X-D/6-311+G(d))	
for	 G4,	 G4-2OH-C1,	 G4-2OH-C2	 and	 G4-18OH.	 	 At	 the	 bottom,	 the	 lateral	 views	 are	
shown.	Positive	regions	are	in	red	and	negative	in	blue.	(Contours:	0.0004)	

Li	et	al.	used	quasiparticle	calculations	to	analyse	the	effect	
of	 substitutions	 at	 one	 edge	 position	 of	 G4	 for	 different	
substituents,	 including	OH.26	The	authors	discussed	 the	effect	
of	orbital	hybridisation	and	CT	on	the	electronic	structure	and	
optical	 properties.	 Hybridisation	 was	 associated	 with	 a	
reduction	of	the	gap,	while	CT	should	open	the	gap.	In	the	case	
of	 OH,	 a	 significant	 hybridisation	 on	 the	 HOMO	 orbital	 was	
found,	 with	 a	 little	 effect	 on	 the	 LUMO	 orbital.	 The	 authors	
found	a	 transfer	of	0.93	e	 from	the	QD	 to	 the	OH	group	with	

Atoms	in	Molecules	electron	partition	of	the	electron	density.	
To	compare	with	their	results	we	consider	the	QD	as	well	(G4-
OH)	(Supporting	Information).		

In	 the	 ground	 state,	we	 found	 a	 smaller	 electron	 transfer	
with	 NBO	 of	 about	 -0.2	 e	 (-0.67	 e	 for	 O	 and	 +0.47	 e	 for	 H).	
Considering	the	differences	in	the	electron	densities	between	S1	
and	 S0,	 only	 0.002	 e	 is	 transferred	 from	 the	G-QD	 to	 the	OH	
during	 the	 electron	 transition,	which	 is	 in	 line	with	 the	 small	
variation	of	the	optical	gap	obtained	for	this	G-QD.	The	optical	
band	gap	calculated	at	TDDFT-ɷB97X-D/6-311+G(d)	is	2.67	eV,	
which	 is	 only	 0.01	 eV	 shifted	 from	 the	 G4-QDs.	 	 These	
calculations	show	that	the	CT	from	and	to	the	OH	does	not	have	
an	 important	 effect	 on	 the	 optical	 gap	 or	 the	 fluorescence	
mechanism.		

	
Higher	energy	excited	states		

Figure	2	shows	that	functionalisation	has	an	important	effect	on	
the	 higher	 energy	 excited	 states.	 Regardless	 their	 small	
intensities,	 some	 intermediate	 states	 could	 participate	 in	 the	
relaxation	 to	 the	 ground	 state.	 For	 example,	 S2	 might	 be	
involved	in	the	de-excitation	process	of	all	considered	GO-QDs.	
Non-adiabatic	 dynamics	 simulations	 showed	 the	 role	 of	 the	
intermediate	states	in	the	relaxation	of	perylene	esters.57	Here,	
we	 focus	 on	 the	 analysis	 of	 the	 effect	 the	 brightest	 excited	
states,	 which	 have	 the	 most	 important	 contribution	 to	 the	
spectra.	 The	 effect	 of	 functionalisation	 on	 the	 absorption	
spectra	is	illustrated	in	the	case	of	G2-2OH-C1.			

Figure	10.	Spectra	of	G2	and	G2-2OH-C1	quantum	dots	calculated	at	TDDFT-	ɷB97X-D/6-
311+G(d)	level	of	theory	using	the	nuclear	ensemble	approximation.	

The	nuclear	ensemble	approximation	was	used	to	consider	
the	effect	of	the	vibrations	on	the	absorption	spectrum	(Figure	
10).40	G2	has	only	two	bright	states	in	the	region	between	3.5	
to	6.4	eV	(first	20	excited	states).	These	states	are	degenerate	
and	correspond	to	S3	and	S4	(4.71	eV	and	oscillator	strength	of	
1.061,	symmetry	D6h).	The	predicted	band	associated	with	the	
first	bright	state	transition	is	red-shifted	about	0.2	eV	(4.5	eV).	
While	 considering	 the	 solvent	 the	 band	 is	 further	 red-shifted	
about	0.1	eV	(4.4	eV),	which	shows	a	much	better	agreement	
with	the	experimental	value	of	4.10	eV.52		

The	main	 effect	 of	 functionalisation	 on	 the	 spectra	 is	 the	
shift	to	the	red,	which	is	very	important	in	the	case	of	G2-2OH-
C1	because	of	the	functionalisation	of	the	basal	plane	carbons	
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(Figure	10).	The	first	band,	associated	with	the	S0-S1	transition	
is	more	 intense	 than	 in	 the	pristine	G2.	The	 intensities	of	 the	
brightest	 states	 (S3	 and	 S4)	 are	 distributed	 among	 several	
excited	states	in	G2-2OH-C1	and	other	models.	In	the	series:	G2,	
G2-2OH-C1,	G2-2OH-C2,	G2-4OH-C1,	G2-4OH-C2,	the	energies	
of	the	first	bright	states	are	4.71	(S3,	S4),	3.25	(S3),	3.11	(S3),	3.25	
(S3),	3.11	(S3)	respectively.		

In	general,	substitutions	on	the	basal	plane	positions	lower	
the	 symmetry	 increasing	 the	 number	 of	 excited	 states	 with	
oscillator	strengths	larger	than	0.1,	but	with	smaller	individual	
values	 (Supporting	 Information).	 	Consequently,	new	 features	
are	 found	 in	 the	 spectra	 (Figure	 10).	 For	G2-12OH,	where	 all	
edge	 positions	 are	 functionalised	 with	 hydroxyl	 groups	
(symmetry	 S6),	 the	 energies	 of	 brightest	 excited	 states	 are	
shifted	 to	4.23	eV	 (oscillator	 strength	of	1.094)	with	a	 similar	
stabilisation	that	obtained	for	S1.	
	 	In	 contrast	 to	 G2	 and	 G4,	 where	 S1	 has	 zero	 oscillator	
strength,	 for	G3	 S1	has	an	oscillator	 strength	of	0.221	with	an	
important	 contribution	 from	 the	 HOMO-LUMO	 transition	 (90	
%).	 The	 brightest	 excited	 state	 is	 S6	 (E=	 4.32	 eV,	 oscillator	
strength=	1.695)	followed	by	S7	(E=	4.52	eV,	oscillator	strength=	
0.429)	 (Supporting	 Information).	 For	 S6,	 the	 main	 electronic	
transitions	 are	 HOMOàLUMO+1	 (48%)	 HOMO-1à	 LUMO	
(48%),	 while	 for	 S7,	 HOMO-1àLUMO+2	 transition	 has	 a	
contribution	of	78%.			

The	 functionalisation	 of	 the	 edge	 positions	 in	 G3-14OH,	
shifted	the	energies	of	these	states	to	E(S6)=	3.94	eV	and	E(S7)=	
4.09	 eV.	 The	 energy	 of	 the	 brightest	 excited	 states	 for	 basal	
plane	functionalised	GO-QDs,	are	more	affected.	In	the	case	G3-
16OH	which	combines	functionalisation	on	basal	plane	and	the	
edge	 positions,	 the	 brightest	 excited	 state	 is	 S14	 (E=	 4.50	 eV,	
oscillator	strength=	0.713).		There	are	many	excited	states	with	
significant	oscillator	strengths,	such	as	S5(E=	3.34	eV,	oscillator	
strength=	 0.223),	 S6(E=	 3.46	 eV,	 oscillator	 strength=	 0.323),	
S8(E=3.88	 eV,	 oscillator	 strength=0.631),	 S10(E=	 4.15	 eV,	
oscillator	strength=	0.344),	S12(E=	4.39	eV,	oscillator	strength=	
0.272).					

For	G3	based	GO-QDs,	 the	energy	of	 the	brightest	excited	
states	 depends	 significantly	 on	 the	 position	 of	 the	
functionalisation.	 In	general,	the	energy	of	the	state	 is	shifted	
to	the	red,	but	some	substitution	patterns	show	a	small	shift	or	
even	 a	 shift	 to	 the	 blue.	 These	 differences	 are	 related	 to	 the	
reordering	of	the	orbitals	because	of	functionalisation	and	the	
creation	of	localised	electron	density	clusters.	In	the	case	of	the	
G3-2OH-C1,	 G3-2OH-C3,	 G3-2OH-C4,	 the	 energy	 of	 the	
brightest	excited	state	is	shifted	to	the	red	with	energies	of	3.71	
eV	(S6),	3.12	eV	(S4)	and	3.52	eV	(S6)	respectively.		

In	 the	 case	 of	 G3-2OH-C2,	 where	 two	 of	 carbons	 are	
functionalised,	 the	 brightest	 states	 E(S8)=	 4.23	 eV	 (oscillator	
strength,	 0.331),	 E(S9)=	 4.37	 eV	 (oscillator	 strength,	 0.643),	
E(S13)=	 4.79	 eV	 (oscillator	 strength,	 0.376)	 E(S15)=	 4.97	 eV	
(oscillator	strength,	0.638),	which	are	close	or	blue-shifted	with	
respect	to	the	brightest	states	of	G3.	If	two	hydroxyl	groups	are	
added	to	the	edge	positions	to	obtain	G3-4OH-C1,	the	energy	of	
these	 transitions	 are	 shifted	 to	 the	 red	 with	 E(S7)=	 4.05	 eV	
(oscillator	strength,	0.407),	E(S9)=	4.24	eV	 (oscillator	strength,	
0.794).	Adding	the	hydroxyl	groups	symmetrically	in	G3-4OH-C2	

produces	a	pattern	similar	to	the	observed	to	G3-2OH-C1,	with	
a	 further	 redshift,	 E(S3)=	 1.22	 eV	 (oscillator	 strength,	 1.219).	
These	calculations	show	the	important	effect	of	the	position	of	
the	functional	groups	to	tune	the	absorption	properties	of	these	
GO-QDs.		

For	the	G4,	the	brightest	excited	states	are	the	degenerate	
S3	and	S4	with	energies	3.58	eV	and	oscillator	strengths	of	1.579.	
For	G4-18OH,	the	energies	of	these	states	are	shifted	to	3.22	eV	
(oscillator	strength=1.657),	which	is		similar	to	the	shift		for	S1.	
Functionalisation	in	the	basal	plane	has	a	very	strong	effect	on	
the	energy	levels	of	G4	based	QDs,	as	we	already	discussed	in	
the	 case	 of	 S1.	 For	 the	GO-QDs	 showing	 the	most	 important	
shifts	for	S1,	(G4-2OH-C1,	G4-4OH	and	G4-22OH)	the	brightest	
states	shifted	to	the	red.		

In	 the	case	of	G4-2OH-C1,	 the	brightest	excited	state	 is	S8	
with	an	energy	of	2.94	eV.	The	addition	of	two	hydroxyl	groups	
to	obtain	G4-4OH	shifted	to	2.89	eV.	But	several	intermediate	
excited	 states	 showed	 significant	 intensity	 like	 S6	 (1.26	 eV,	
oscillator	 strength=0.121),	 S7	 (2.06	 eV,	 oscillator	
strength=01087),	S9	(2.43	eV,	0.1098)	and	S11	(2.64	eV,	oscillator	
strength=0.387).	The	brightest	excited	state	 in	G4-22OH	 is	S13	
with	an	energy	of	2.58	eV	(oscillator	strength=0.559).		For	G4-
2OH-C2,	in	the	low	energy	region,	we	can	find	S3,	S4	and	S5	(3.19,	
3.24	and	3.60	eV)	with	important	oscillator	strengths.		

Conclusions	
We	 modelled	 the	 effect	 of	 OH-functionalisation	 on	 the	
electronic	 structure	of	 zigzag-edge	GO-QDs.	 The	effects	of	CT	
and	geometry	distortion	on	the	optical	gaps	and	fluorescence	
mechanism	 were	 considered.	 Unlike	 previous	 theoretical	
studies	on	G-QDs	 that	considered	the	 features	of	 the	 frontier	
molecular	orbitals,	our	analysis	is	based	on	the	study	of	electron	
densities	of	the	excited	states.		

Our	calculations	clearly	show	that	the	electronic	properties	
of	GO-QDs	can	be	tuned	by	selective	functionalisation	with	OH	
groups.	 Functionalisation	with	 hydroxyl	 groups	 decreases	 the	
ionisation	 potentials	 of	 the	 GO-QDs	 with	 respect	 to	 the	
associated	 pristine	 G-QDs.	 Charge	 transfer	 from	 and	 to	 the	
hydroxyl	 groups	 do	 not	 play	 an	 important	 role	 in	 the	
fluorescence	mechanism.	More	importantly,	localization	of	sp2	
clusters	due	to	the	distortion	of	the	geometry	controls	the	S1-S0	
transitions.	

We	 predicted	 that	 the	 functionalisation	 on	 the	 positions	
with	 larger	 electron-hole	 separation	 in	 the	 pristine	 G-QDs	
affects	 largely	 the	properties.	Hydroxyl	groups	 located	on	 the	
basal	plane	have	a	remarkable	effect	on	the	properties,	while	
substitutions	on	the	edge	plane	affect	the	properties	to	a	minor	
extent.	Thus	our	analysis	offers	a	strategy	to	tune	the	properties	
of	GO-QDs	 based	 on	 the	 distortion	 of	 the	 geometry	 and	 the	
functionalisation	 of	 positions	 with	 large	 electron-hole	
separation	in	the	pristine	G-QDs.		
	 Experiments	 showed	 that	 reduction	 of	 oxidised	 GO-QDs	
blue	shifted	the	fluorescence.17,59	Our	theoretical	investigations	
show	a	similar	tendency	when	the	number	of	hydroxyls	groups	
decreases	 from	 the	 functionalised	 GO-QDs	 to	 the	
corresponding	pristine	G-QDs.		
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Extensive	functionalisation	should	be	damaging	for	several	
applications	due	to	the	associated	reduction	of	the	optical	gap	
and	fluorescence	energy,	which	can	increase	the	probability	of	
non-radiative	crossings	to	the	ground	state.		These	results	open	
up	new	opportunities	for	the	design	of	OH	functionalised	GO-
QDs	for	a	wide	range	of	applications.		
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