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Triangular voltage waveform was employed to distinguish the contributions of dielectric per-
mittivity, electric conductivity and domain switching in current-electric ¯eld curves. At the same
time, it is shown how those contributions can a®ect the shape of the electric displacement —

electric ¯eld loops (D�E loops). The e®ects of frequency, temperature and microstructure (point
defects, grain size and texture) on the ferroelectric properties of several ferroelectric compositions
is reported, including: BaTiO3; lead zirconate titanate (PZT); lead-free Na0:5K0:5NbO3; per-
ovskite-like layer structured A2B2O7 with super high Curie point (TcÞ; Aurivillius phase ferro-
electric Bi3:15Nd0:85Ti3O12; and multiferroic Bi0:89La0:05Tb0:06FeO3. This systematic study
provides an instructive outline in the measurement of ferroelectric properties and the analysis and
interpretation of experimental data.
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1. Introduction

The development of ferroelectric ceramics started
with the discovery of the ferroelectric oxide BaTiO3

during the early 1940s.1,2 Since then, many di®erent
ferroelectric materials have been developed to
satisfy technological requirements in many di®erent
applications.3�5

The most important characteristic of ferroelectric
materials is their ability to reverse their polarization
state under the application of an electric ¯eld, which
determines their characteristic electric dis-
placement�electric ¯eld (D�E ) hysteresis loop.5�10

D�E loop measurements are performed by applying
an ac voltage to a ferroelectric sample. The electric
displacement D is obtained by integrating the cur-
rent with respect to time and by dividing the value
obtained by the area of the sample. The electric
displacement D includes contributions from ferro-
electric domain switching P, electric conductivity
D1 and dielectric displacement D2 ¼ "E ¼ "r"oE,
where "o ¼ 8:854� 10�12 F/m is the dielectric per-
mittivity of the vacuum and "r is the relative per-
mittivity of a material. It is often the case that D�E
loops are presented as P�E loops without the sub-
traction of the dielectric and conductivity because
the contribution from D1 and D2 are relatively
small. The measurement of the D�E loops is fun-
damental to characterize ferroelectric properties.
Although several authors have provided some
guidelines for their analysis,3,7,11,12 inaccuracies and
misinterpretations are still frequent in the literature.
Simple D�E loop measurements are not always
su±cient to con¯rm the presence of ferroelectricity,
especially in low dimensional structures such as thin
¯lms and nanograined materials.12 In addition,D�E
hysteresis loop measurements can be a®ected by
artefacts produced by back-to-back diodes.12 These
artefacts can give rise to apparent hysteresis curves
which are partially or not at all related to ferroe-
lectricity.11,12 Such interpretation produces mean-
ingless assessment of the ferroelectric nature of the
system studied and signi¯cant errors in the esti-
mation of the most important ferroelectric proper-
ties, such as coercive ¯eld and remnant polarization.

In this paper, di®erent ferroelectric materials
were characterized to illustrate the contribution of
electric conductivity, dielectric permittivity and
ferroelectric domain switching to D�E loops. High
electric resistivity Al2O3 ceramic, previously
characterized,13 was used to demonstrate the pure

contribution of dielectric permittivity in D�E loops.
The selected ferroelectric materials included: doped
BaTiO3; PZT; lead-free Na0:5K0:5NbO3 (NKN);14,15

perovskite-like layer structured A2B2O7 with super
high Tc;

16,17 Aurivillius phase ferroelectric Bi3:15
Nd0:85Ti3O12 (BNdT);18 and multiferroic Bi0:89
La0:05Tb0:06FeO3 (BLFO).19 In addition, the e®ects
of grain size, point defects, texture, frequency and
temperature on the D�E loops are also discussed
in order to provide a general guideline for the
interpretation of the D�E loops.

2. Experimental

PZT5A and PZT4D commercial ceramics coated
with silver electrodes were supplied by Morgan
Advanced Ceramics, UK. The other ceramics were
sintered using Spark Plasma Sintering (SPS) (HPD
25/1 FCT, Germany). A heating rate of 100�C/min
was used for all materials.

Alumina powder (Sigma-Aldrich nanopowder
544833) was sintered at 1450�C for 3min under
80MPa.13 Multiferroric Bi0:89La0:05Tb0:06FeO3

nanopowder was synthesized by the wet chemical
method20 and then sintered at 750�C for 3min
under 50MPa with a protective layer of CeO2

powder.19 A commercial Na0:5K0:5NbO3 powder
(Ferroperm, Denmark, provided by St Jude Medical
AB, Järfälla, Sweden) was sintered at 850�C for
5min under 100MPa.15 Doped BaTiO3 powder
(Syfer, UK) was SPSed at 1125�C for 5min under
50MPa. The bulk Bi3:15Nd0:85Ti3O12 ceramics were
SPSed at 850�C and 1000�C for 3min under a uni-
axial pressure of 75MPa. The corresponding
samples are hereafter referred to as BNdT850, and
BNdT1000, respectively.18 Non-textured La2Ti2O7

ceramic was sintered at 1350�C for 3min under a
uniaxial pressure of 100MPa. Grain-oriented, tex-
tured La2Ti2O7 and Nd2Ti2O7 ceramics were pre-
pared using a two-step SPS process.16 In the ¯rst
step, the La2Ti2O7 and Nd2Ti2O7 powders were
sintered in a graphite die with a diameter of 20mm
for 3min under a pressure of 80MPa at 1250�C.
After this stage, the density of the ceramics was high
(� 98%), but the grain size was only slightly larger
than that of the starting powders. In the second
step, these sintered ceramics were placed in a
graphite die with a diameter of 30mm to sinter at
1350�C for 5min under a pressure of 80MPa. This
caused the grains to grow in direction perpendicular
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to the applied pressure, resulting in a textured
structure.

The bulk densities of the SPSed ceramics were
measured by the Archimedes method. All the cer-
amics had high density (� 98%). The SPSed samples
were annealed at 150�C below their sintering
temperatures for 4 to 12 h to remove carbon and
to reserve any reduction that took place during SPS.
X-ray di®raction (XRD) patterns for the ceramics
were obtainedwith anX-ray di®ractometer (Siemens
D5000) using CuK� radiation. All the materials were
single phases, except PZT according to XRD results.
The microstructures were observed using a scanning
electron microscope (SEM; JEOL JSM 6300).

Electrodes for electric property measurements
were applied by ¯ring silver paste (JohnsonMatthey,

E1100). The ferroelectric I�E (current�electric
¯eld) andD�E (electric displacement�electric ¯eld)
loops were measured by a ferroelectric hysteresis
measurement tester (NPL, UK) at di®erent fre-
quencies. This tester includes an amplifer (TREK
model 610E or 609E-6), Function/Arbitrary Wave-
form Generator (Agilent 33120A) and a Low-noise
Current Preampli¯er (Stanford Research Systems,
SR570). The measurement procedure involved the
application of a triangular voltage waveform. The
current from electric conductivity contribution has
the same triangular shape of the voltage waveform.
The current from the dielectric permittivity contri-
bution is a constant value, being independent of
the applied electric ¯eld, as shown further on. The
total electric displacement was calculated by

(a) (b)

(c)

Fig. 1. Electric displacement�electric ¯eld (D�E ) loop measurement of Al2O3 ceramics at 10Hz and 25�C. (a) Electric ¯eld versus
time and current versus time (b) current�electric ¯eld (I�E ) hysteresis loop, (c) electric displacement�electric ¯eld (D�E ) loop.
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integration of the total current over a cycle (a-b-c-d-e
in Fig. 1(a)) in the middle of two complete cycles.
The high temperature measurements were carried
out in silicone oil.

3. Results and Discussion

3.1. The contribution of dielectric
permittivity

Figure 1 shows the electric displacement of Al2O3

ceramic, which is that of a highly linear dielectric,
but not ferroelectric. The electric resistivity of the
alumina is very high (>1015� cm). There is no
obvious contribution to current. The current in

Fig. 1(a) has only the contribution from the dielec-
tric permittivity. A complete voltage cycle from a-b-
c-d-e was selected to analyze the e®ect of electric
¯eld E, on current I (Fig. 1(b)). In the interval c-d
(Fig. 1(a)), the electric ¯eld can be expressed as
E ¼ _Et, where _E is rate of the applied electric ¯eld
and t is the time. The current I (Fig. 1(b)) can be
expressed as:

I ¼ dQ

dt
¼ d

dt
ðCUÞ ¼ d

dt

"AEs

s

� �
¼ d

dt
ð"A _EtÞ

¼ "A _E; ð1Þ
where, Q is the electric charge, C the capacitance, U
the voltage, E the electric ¯eld, s the sample

(a) (b)

(c)

Fig. 2. Electric displacement�electric ¯eld (D�E ) loop measurement of BLFO ceramics at 20Hz and 25�C. (a) Electric ¯eld versus
time and current versus time, (b) current�electric ¯eld (I�E ) hysteresis loop, (c) electric displacement�electric ¯eld (D�E ) loop.
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thickness, " the dielectric permittivity, A the sample
area and t the time. The previous equation shows
that the current of Al2O3 depends on its dielectric
permittivity, which is ¯eld independent (Fig. 1(b)).
The D�E loop (Fig. 1(c)) is obtained by integrating
the current with respect to time in the interval a-b-
c-d-e and dividing by the area of the sample. The
D�E loop of Al2O3 is linear and non-hysteretic
having only the contribution from dielectric per-
mittivity.

3.2. The contribution of electric
conductivity

Figure 2 shows the D�E loop of BLFO using a tri-
angular voltage waveform. With increasing electric
¯eld E from c to d, the current I is also increasing.

The voltage and current signals have the same
waveform (Fig. 2(a)) as expressed by:

I ¼ U

R
¼ Es

R
¼ EA

�
; ð2Þ

where R is the electric resistance, � the electric res-
istivity, A the area and s the thickness of the sample.
For BLFO ceramics, the resistivity � decreases with
increasing voltage U. In the I�E loop (Fig. 2(b)) the
current has contributions from dielectric permittiv-
ity and electric conductivity, with the latter being
the major contributor. This is because of the valence
°uctuation of some of Fe ions from þ3 to þ2 in
BLFO ceramics.19 In the D�E loops of BLFO
(Fig. 2(c)), there is no apparent contribution from
domain switching.

(a) (b)

(c)

Fig. 3. Electric displacement�electric ¯eld (D�E ) loopmeasurement of NKN850 ceramics at 1Hz and 25�C. (a) Electric ¯eld versus
time and current versus time (b) current�electric ¯eld (I�E ) hysteresis loop, (c) electric displacement�electric ¯eld (D�E ) loop.
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3.3. Domain switching current peak

Figure 3 shows the ferroelectric hysteresis (D�E )
loop for NKN sintered at 850�C. With increasing the
electric ¯eld E from point c to d (Fig. 3(a)), a cur-
rent peak appears before the maximum electric ¯eld
was applied (at point d). This is a clear evidence
of ferroelectric domain switching. The current at
the maximum applied ¯eld is very low compared
to the peak current caused by domain switching
(Fig. 3(b)). In this case, the domain switching
contribution dominates the electric displacement
compared to the contributions from electric con-
ductivity and dielectric permittivity. The remnant

polarization Pr is the D at zero ¯eld (Fig. 3(c)). The
coercive ¯eld Ec can be identi¯ed as the electric ¯eld
correspondent to the current peak (Fig. 3(b)) and in
this case it coincides with the electric ¯eld corre-
spondent at D ¼ 0 in the D�E loop (Fig. 3(c)). The
Ec determined from D�E loops is not an absolute
threshold ¯eld because if a low electric ¯eld is applied
for a long time, the polarization will eventually
switch.5,21 This is because the switching is thermally
activated and therefore rate and temperature
dependent. When reporting Ec it should be deter-
mined from the I�E current peak for a saturated loop
and the electric ¯eld rate and temperature should
also be reported.22

(a) (b)

(c)

Fig. 4. Electric displacement�electric ¯eld (D�E ) loop measurement of PZT5A ceramics at 1Hz and 25�C. (a) Electric ¯eld versus
time and current versus time, (b) current�electric ¯eld (I�E ) hysteresis loop, (c) electric displacement�electric ¯eld (D�E ) loop.
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3.4. Saturation of D�E loop
ferroelectrics

Figure 4 shows the ferroelectric hysteresis (D�E )
loop of PZT 5A. With the increasing ¯eld E in the
interval c�d, the current also increases (Fig. 4(a)).
In the I�E loop (Fig. 4(b)) the current peak may
contain the contribution from domain switching
beside the contribution from dielectric permittivity
and electric conductivity. However, in this case it
was not possible to ascertain the occurrence of
domain switching only based on low ¯eld data
(Fig. 4(b)) due to the fact that the I�E loop displays
a current peak in correspondence of the maximum
electric ¯eld (Fig. 4(a)). Compared to the I�E loop
(Fig. 5(a)) at higher ¯eld, the current at maximum
¯eld is lower than the peak current in Fig. 4(b). This
indicates that the current peak in Fig. 4(b) is due to
the domain switching. In Fig. 4(c), it can be noticed
that the D value at point d 0 where I ¼ 0 (Fig. 4(b))
is higher than that at point d. This is due to the
contribution of electric conductivity in the current
signal, which prevents a sudden drop in the current
between points d to e as occurs when the contribution
to the current comes solely from the dielectric per-
mittivity as in the case of alumina (Fig. 1(c)). In
Fig. 4(c), the D�E loop obtained by integrating the
current respect with time looks hysteretic, but the E
¯eld at D ¼ 0 is not the Ec because the loop is pre-
saturated. For the PZT 5A, the domain switching
peak is clear when the ¯eld is higher than 10 kV/cm
(Fig. 5(a)). The current peak positions and
the remnant polarization Pr changed only slightly

when the ¯eld was further increased (Figs. 5(a)
and 5(b)). This suggests that the D�E loops are
nearly saturated.

In many publications on ferroelectrics, Pr and Ec

are wrongly reported because they are measured
from pre-saturated D�E loops, such as that shown
in Fig. 4(c). It is also impossible to con¯rm that a
new material is ferroelectric only based on a D�E
loop because even \bananas" can apparently also
produce D�E loops.11

3.5. The e®ect of temperature

It is very well known that temperature has a sig-
ni¯cant in°uence on the shape of the ferroelectric
D�E loops. This is due to the fact that the spon-
taneous polarization, Ps, dielectric permittivity and
conductivity of ferroelectric materials are tempera-
ture dependent. Figure 6 shows the I�E and D�E
loops of a doped BaTiO3 ceramics at di®erent
temperatures. The current peaks corresponding to
domain switching are clear in all of the I�E curves
(Fig. 6(a)). The current has contributions from the
dielectric permittivity and domain switching. The
absence of any tilt of the I�E loops (Fig. 6(a))
indicates that the contribution of the electric con-
ductivity is negligible even at high temperature.
The current peaks values decreased with increasing
temperature. The D corresponding to the maxi-
mum applied ¯eld decreased with increasing tem-
perature, which is consistent with the decrease of
Ps at higher temperatures. Nonlinear and slightly

(a) (b)

Fig. 5. (Color online) Electric displacement�electric ¯eld (D�E ) loop measurement of PZT5A at 1Hz and 25�C. (a) Current�
electric ¯eld (I�E ) hysteresis loop, (b) electric displacement�electric ¯eld (D�E ) loop.
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hysteretic D�E loops were observed even at
T > Tc (Curie point Tc ¼ 118�C). At 175�C, the
domain switching current peak is still present
(Fig. 6(a)). This is attributed to the polar regions
above Tc.

23,24 The nature of the ferroelectric-
paraelectric phase transition of BaTiO3 has tra-
ditionally been recognized as displacive. However, it
has been shown to be intermediate between displacive
and order- disorder.23,24 At 257�297�C (530�570K),
the polar nanoregions nucleate and begin to grow on
cooling and at about 233�C (506K), the polar
nanoregions begin to freeze out cooperatively.23 This
is consistent with the domain switching peaks in the
I�E loop at 200�C (473K). The present doped
BaTiO3 ceramic has very low Ec and Pr that give rise
to quite slim D�E loops, which makes the material a
good candidate for dielectric energy storage.25,26

Figure 7 shows the Gibbs free energy G versus
electric displacement at di®erent temperatures and
zero electric ¯eld for ferroelectrics with ¯rst-order
phase transformation. Below To, the two minimum
positions of G are related to the þPs and �Ps. That
is why the ferroelectric phase is stable. Between To

and Tc, there is minimum of G at D ¼ 0. It means
that the paraelectric phase is pseudostable and the
ferroelectric phase is stable. At Tc, the ferroelectric
phase and stable paraelectric can co-exist because
they have the same Gibbs free energy. Between Tc

and T1, the paraelectric phase is stable and the fer-
roelectric phase is pseudostable. Between T1 and T2,
paraelectric phase is stable and ferroelectric phase is
unstable. Because of the two in°ection points, the
ferroelectric phase can be induced under an applied
electric ¯eld. Above T2, the in°ection points

(a) (b)

Fig. 6. (Color online) Electric displacement�electric ¯eld (D�E ) loop measurement of doped BaTiO3 ceramics at 10Hz and
di®erent temperatures. (a) Current�electric ¯eld (I�E ) hysteresis loop, (b) electric displacement�electric ¯eld (D�E ) loop.

Fig. 7. Gibbs free energy G versus electric displacement at di®erent temperatures and zero electric ¯eld for ferroelectrics with ¯rst-
order phase transformation.
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disappear and the ferroelectric phase cannot be
induced by an applied electric ¯eld. That is why the
double hysteresis loops were observed in BaTiO3

above Tc and below T2.
27

3.6. The e®ect of oxygen vacancies

Oxygen vacancies are the most important point
defects in ferroelectric materials. PZT 4D is a hard
ferroelectric because of coupling between the oxygen
vacancy-acceptor doping dipoles and ferroelectric
domain-walls.5,28 Figure 8 shows the D�E loops of
a PZT 4D. With the change in electric ¯eld E from
b to d, two current peaks were observed as indicated
by P1 and P 2 in Fig. 8(a). The ¯rst peak (P1) is due
to the switching of the dipoles formed by the oxygen
vacancies (positively charged) with the acceptor

dopant (negatively charged). The second peak (P2)
is due to ferroelectric domain switching. The double
peaks give rise to a characteristic pinched loop
(Fig. 8(b)). With a further increase of the applied
electric ¯eld the domain switching peaks become
stronger than the peak related to oxygen vacancies
(Fig. 8(c)).

3.7. The e®ect of grain size and
frequency

Figure 9 shows D�E loops for BNdT with di®erent
grain sizes. BNdT850 was sintered at 850�C and had
an equi-axed morphology. Its average grain size was
about 160 nm.18 BNdT1000 was sintered at 1000�C
and had plate-like grains. The average thickness was
about 300 nm and the other two in-plane dimensions

(a) (b)

(c)

Fig. 8. Electric displacement�electric ¯eld (D�E ) loop measurement of PZT4D ceramics at 1Hz and 25�C. (a) Electric ¯eld versus
time and current versus time at low ¯eld, (b) I�E and ¯eld D�E hysteresis loop at low ¯eld, (c) electric displacement�electric ¯eld
(D�E ) loop.
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were approximately 2000 nm.18 For both ceramics,
increasing the frequency, caused the peak position to
move to a higher ¯eld. The higher peak current
value at higher frequency can be attributed to the
higher rate of change of the electric ¯eld and the
corresponding switching rate.22 The tilt of I�E loop
(Fig. 9(a)) can be attributed to the e®ect of con-
ductivity. Because of the electric conductivity con-
tribution, the electric ¯eld correspondent to the
current peaks in I�E loop (EcÞ and the ¯eld corre-
spondent at D ¼ 0 in the D�E loops (Fig. 9(b)) do
not coincide as in the case of NKN (Fig. 3). This
further highlights why the coercive ¯eld should be
de¯ned as the ¯eld correspondent to the domain
switching current peak. With increasing frequency,

Pr (D ¼ Pr at zero E ) decreases and the coercive
¯eld increases. Increasing frequency requires a
greater applied driving force to compensate for the
reduced contribution from thermal activation. It
also reduces the total polarization switching that is
achieved for the same maximum applied ¯eld.22

For PZT5H two orders of magnitude change in
frequency produce a 15% change in Ec.

22

The e®ect of grain size on D�E loops can be
observed by comparing the I�E and D�E loops
relative to BNdT850 (Figs. 9(a) and 9(b)) and
BNdT1000 (Figs. 9(c) and 9(d)). Based on the same
¯eld, BNdT1000 has higher Pr and lower Ec com-
pared to BNdT850. In ferroelectric ceramics, the
crystallite grains are randomly oriented and contain

(a) (b)

(c) (d)

Fig. 9. (Color online) Electric displacement�electric ¯eld (D�E ) loop measurement of BNdT ceramics at 25�C and di®erent
frequencies: (a) I�E hysteresis loop of BNdT850, (b) D�E loops of BNdT850, (c) I�E hysteresis loop of BNdT1000, (d) D�E loops
of BNdT1000.
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several ferroelectric domains. As the domains in one
grain attempt to switch under the application of an
electric ¯eld, they are constrained by the di®erently
oriented neighboring grains.29 This makes the Ec of
ceramics with ¯ne grains much higher than ceramics
with coarse grains. This is consistent with the fact
that, the Ec of single crystals is lower than that of
ceramics.

3.8. The e®ect of texture

For La2Ti2O7 and Nd2Ti2O7 textured ceramics,
their XRD patterns from a surface perpendicular to
the SPS pressing direction exhibited strong (h00)
re°ections.16 The grain orientation factor, f, was
0.80 and 0.82 for the La2Ti2O7 and Nd2Ti2O7 tex-
tured ceramics, respectively.16 The grains are plate-
like and oriented, which is consistent with the
XRD data. The thickness direction of the grains
corresponds to the long a-axis of their crystal-
lographic unit cell, which is parallel to the pressing
direction. Because their ferroelectric spontaneous
polarization is along the b-axis, which is perpendicu-
lar [?] to pressing direction, their ferroelectric
switching is restricted to the plane perpendicular to
pressing direction.16 Figure 10 shows the I�E hys-
teresis loops of random grain oriented (non-textured)
and textured La2Ti2O7 ceramics. For the textured
ceramic the electric ¯led was applied along a direction
[?] to the pressing direction. The domain switching
peaks were only observed in textured La2Ti2O7 cer-
amics, but not for non-texturedLa2Ti2O7 (Fig. 10).

16

This is because the Ec of textured ceramics is lower

than that of ceramics with randomly oriented grains
due to their pseudo-single crystal structure.30

Figure 11 shows the I�E hysteresis loops of the tex-
tured Nd2Ti2O7 ceramics. The electric ¯eld was
applied along a direction [?] to the pressing direction.
Although there was no domain switching current
peak in Fig. 11, in fact, domain switching in Nd2
Ti2O7 was still taking place as con¯rmed by non-
zero piezoelectric constant d33 after poling.16 The
domain switching current peaks in Fig. 11 was
masked by conductivity and dielectric permittivity
contribution.

4. Conclusions

The present paper provides a clear understanding
of the issues involved in the measurement and
correct interpretation of ferroelectric properties.
Hysteretic D�E loops do not always provide solid
evidence of ferroelectricity and therefore it is rec-
ommended that the presence of ferroelectricity
must be con¯rmed by other independent methods,
such as piezoelectric or pyroelectric measurements.
The I�E loops should be always provided to better
interpret D�E loops, and in particular the occur-
rence of ferroelectric switching. It is better to use a
triangular voltage waveform to distinguish the
e®ect of electric conductivity, dielectric permittiv-
ity, domain switching and rate e®ects and how
those contributions can a®ect the shape of the I�E
and D�E loops. When the contribution of the
electric conductivity becomes dominant, rounded

Fig. 10. Current-electric ¯eld (I�E ) hysteresis loop for (a)
textured and (b) non-textured La2Ti2O7 ceramics at 10Hz and
200�C.

Fig. 11. Current�electric ¯eld (I�E ) hysteresis loop of
textured Nd2Ti2O7 ceramics at 10Hz and 200�C.
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D�E loops are generated, which cannot be used to
estimate the coercive ¯eld and the remnant polar-
ization. A peak in the current signal before reach-
ing the maximum electric ¯eld indicates that
domain switching is taking place. Furthermore, a
clear method to de¯ne when D�E loops are fully
saturated is suggested. D�E loops can be con-
sidered fully saturated when a further increase in
the applied electric ¯eld does not produce a further
increase in the Pr, and Ec. They become indepen-
dent of the maximum ¯eld. Also, because switching
is rate and temperature dependent, the ¯eld rate
should also be givenwhen reportingEc. In addition, it
was shown that oxygen vacancies produced an ad-
ditional current peak in I�E loops and cause pinched
D�E loops below a certain electric ¯eld threshold.
The e®ect of temperature on D�E loops was dis-
cussed for BaTiO3, indicating that Ps reduces with
increasing temperature and that domain switching
current peaks may still be present above the Curie
temperature, due to its relaxor behavior. By reducing
the grain size, the coercive ¯eld Ec increases and
the remnant polarization Pr decreases. The same
trend on Ec and Pr was observed by increasing
the frequency of the applied electric ¯eld. Textured
ferroelectric structures present lower Ec than non-
textured ferroelectric materials.
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